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1. A steel melt at 1600 C is covered with a slag of basicity 0f 2.5with 3 wt% MnO, and 4 wt% FeO.  What is the wt% Mn in the steel?

2. How is the reference pressure of oxygen fixed in a steelmaking oxygen probe?

